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the manufacturing process

L/l |

preparation coating hardening sand-blasting

The U-shaped channel glass is imported from The black enamel coating gets applied on the The coating need to be hardened for 120 minutes By sand-blasting characters are removed fromthe
Germany since local supplier cannot provide the inner side of the channel glass surface. inan oven. This will permanently apply the coating enameled surface, so that transparency remains
required material properties. As a first working to the channel glass. A temperature of 400 in these areas for later LED backlit.

step all remains must be removed from the degrees is required.

material surface.
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